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CERTIFICATE OF TEST FOR RESISTANCE TO FRAGMENTATION LOS ANGELES COEFFICIENT 

 

Sample Material: 6.3/14 mm aggregate Source: Torr Quarry 

Sample Ref. No: SCOA/0048191-126198C Date Sampled: 18/09/2020 (CP Stock) 

Certificate of Sampling: No Date Received: 25/09/2020 

Date Tested: 20/10/2020 Size Fraction Tested: 10/14 

Test Method: BS EN 1097-2 : 2020 

 

 

Los Angeles Coefficient (LA): 22 

 

Remarks:  

 

Notes / Disclaimers: 

 

1. Results relate only to the items tested Yes 

2. Sample information provided by the customer Yes 

3. Sample provided by the customer, results apply to the sample as received Yes 

4. Deviating sample No 
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